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Geochemical
Lab Report

Kondur-t kjtx, Ini'.
129H0W* Cedar Dr
Lakewood, Colorado 80228
(303) «W4W

BONDAR CLEGG

REPORT! 098-1315 ( COMPLETE ) REFERENCE IKED! MORE LISTED_________________|

client: brohm mining corf. submitted bt: J. BARRON
project: none listed date printed: 2-NOV-88

NUMBER OF LOUEK
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Sold 25 0.002 OPT Fire Asms

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 25 2 -150 25 Asms Prep 25
Sitele Pickup 1

REMARKS I FINAL RESULTS ARE REPORTED.

REPORT COPIES TO*. W. JIT* BARRON INVOICE TO! MR. JIM BARRON
NR. JIN BARRON



(k'ochemkal
Lab Report

Bondar-Org*, Inc.

12980 Wes Cedar Dr.
Lakewood. Colorado 80228
(303) 989-1401

BC
B0N0AR CLEGG

REPORT: 098-1315 PROJECT! NONE LISTED PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

d: RS£-478-0-5 0.011
d: R88-478-5-10 0.017
d: R88-478-10-15 0.016
02 PS8-478-15-20 o.ooe
02 P88-478-20-25 0.221

02 R88-478-50-55 0.023
D2 P88-478-55-60 0.014
02 P38-478-60-65 0.013
02 P88-478-65-70 0.004
02 RS8-478-70-75 .0,002

02 R8£ 478-75-80 0.013
02 P38-478-80-85 0.005
02 P38-478-85-90 0.006
02 R38-478-90-95 0.031
02 P88-478-95-100 0.012

02 R83-47S-1C0-105 0.006
02 R3S-478-105-110 <0.002
02 PB8-478-110-115 0.072
02 R8S-478-115-120 0.024
02 R83-478-120-125 <0.002



t

BROHM MINING CORF. 
MR. JIM BARRON 
P.O. BOX 485 
BEARWOOD» SB 
57732

Bondar-Clegg, Inc.
12980 Wesi Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

Invoice 13195* Pad* 1

B ate 3-N0V-88

R e p o v t N o S 
Project J 
Refcfence .

098-1315 
NONE LISTED 
NONE LISTED

25 Analyses of Gold 
Sub to to 1

at * 6►50 t 162.50 
I 162.50 % 162.50

Sample Prepsration
25 Semples of Assay Prer 

1 Sample of Sample Pickup 
Subtotal

at i 3.00 * 75.00
at «-12.00 * 12.00

i 87.00 * 87.00

Miscellaneous Chorales
4% S.B. STATE SALES TAX » 2.48
2% BEADWOOD CITY SALES TAX t 1.24

Subtotal i 3.72 J 3.72

Invoice Total. I 253.22 U.S.

t'l t? ^ — | •?

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 Wesl Cedar Dr. 
Lakewood, Colorado 80228 
(503)989-1404 ^

i

BC
BONDAR-CLEGG

Geochemical
Lab Report



Geochemical 
Lab Report

Bondar Clegg. Inc.

12980 Wst Cedar Dr. 
Lakewood, Colorado 80228 
(303T98944M

*

BONDAR CLEGG

REPORT*, 096-1318 ( COMPLETE ) REFERENCE INFO! NOME LISTED

CLIENT: BR0HN MININS CORF. SUBMITTED BY: J. BARRON
project: none listed DATE PRINTED! 2-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION UNIT EXTRACTION METHOD

1 Au Gold 40 0.002 OPT Fire Ass**
4. Au Sold 3 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 40 2 -150 40 Assay Free 40
Excessive Uetness 85&

REMARKS: FINAL RESULTS ARE REPORTED.

TUC SEPARATE ASSAT RESULTS ARE REPORTED FOR

REPORT COPIES TO*. MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON



Geochemical
lab Report

Bondar-Clegg. Inc.
12980 Wes Cedar Dr 
Lakewood. Colorado 811228 
(3031989-1-KM

BONDAR CLEGG

REPORT: 098-1318 project: none listeh PAGE 1

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

32 R38-473-125-130 0.015
32 R38-478-130-125 0.023 0.052 -.0-3*
P2 R33-478-135-140 0.026
32 R88-478-140-145 0.022
32 R8S-478-145-150 0.035

32 R88-47S-150-155 0.016
T2 R38-478-155-160 0.007
32 R33-47B-160-165 0.016
C2 RS8-478-145-170 0.017
32 R3S-478-170-175 0.029

02 R83-478-175-130 0.024
32 P8S-478-180-185 0.130
32 R83-478-185-190 0.021
02 R38-478-190-195 0.016
32 R33-478-195-200 0.047

32 R8e-478-200-205 0.034
32 R8S-47S-205-210 0.026
32 R83-478-210-2J5 0.014
32 R88-478-215-220 0.014
32 R33-478-220-225 0.010

32 838-4^3-225-230 0.016
32 RSS-478-230-235 0.032
32 R83-478-235-240 0.013
02 R38-478-240-245 0.020
02 R38-478-245-250 0.079 0.100 = -090

32 R88-478-250-255 0.020
32 R38-478-255-260 0.029
32 R88-478-260-265 0.015
32 R88-•178-265-270 0.020
32 R88-478-270-275 0.266 0.289 =r. 2 7?

C2 P88-478-275-280 0.021
32 R88-478-280-285 0.025
32 R88-478-285-290 0.011
32 R88-478-290-295 0.005
32 P88-478-295-300 0.006

32 R88-478-300-305 0.015
32 R88-478-305-310 0.025
32 RS8- 478-310-315 0.023 V
32 R88-478-315-320 0.007
32 R88-473-320-325 0.004



BONDAR CLEGG

Bondar-Clegg, Inc.
12980 Wfest Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BROHM MIMING CORF' * 
MR. JIM BARRON 
P.0. BOX 185 
DEADUOOD t SD 
57732

Invoice 13196? Paae 1

Date 3-N0V-B8

Report NoJ 
Project J 
Re f e rente *

098-13IB 
NONE LISTED 
NONE LISTED

3 Analyses of Gold 
Sub total

< <40 Analyses of Gold 
Subtotal

Sample Rreperation
10 Samples of Assay Prep 

856 Samples of Excessive Wetness 
1 Samrle of Sample Pickup 

Subtotal

-Miscellaneous Cherses
A7. S.D. STATE SALES TAX 
27. DEADU00B CITY SALES TAX 

Subtotal

at f 0.00 * 0.00
* 0.00 * 0.00

at t 6.50 » 260.00
t 260.00 * 260.00

a t t 3.00 > 120.00
at $ 0,15 t 128.40
at >12.00 i 12.00

t 260.40 * 260.40

1 8.82
t 4.41
% 13.23 < 13.23

Invoice Total; * 533.63 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Ow. Inc.
12980 Wat Cedar Dr.
Lakcuood. Colorado 80228
(303)989-1404

BONDAR CLEGG



Geochemical
lab Report

Bondar-Cle**, Inc.

1298(1 Wcsj Cedar Dr.
Lakewood, Colorado 80228
(303)9894404

BC
BONDAR CLEGG

L REPORT: 098-1319 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY! J. BARRON 
DATE PRINTED! 7-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay
2 Au 6old 1 0.002 OPT Fire Assay

3 Au

SAMPLE TYPES

Gold 1 0.002 OPT

B fltttt CORE

NUMBER SIZE FRACTIONS

2 „ -ge_

NUMBER

Fire Assay

SAMPLE PREPARATIONS NUMBER

a
Excessive Wetness 1255
Saiple Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

3 SEPARATE ASSAY RESULTS REPORTED FOR ONE
SAMPLE. (ERRATIC RESULTS)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON



(itHx’hemicaJ
l^h Report

Bomtir-( kto;. lac.
12980 Wsl Cedar Dr. 
Lakewood, Colorado 80228 
(3031989-1404

BONDAR CLEGG

l__ REPORT: 098-131? proxct: none listed PAGE 1

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OPT

D2 R88-478-323-330 0.033 02 R88-478-325-530 0.030
D2 R88-478-330-335 0.033 02 R88-478-530-335 0.031
02 R88-478-333-340 0.068 02 R88-478-333-540 0.082
D2 R88-478-340-345 0.031 02 R88-478-540-545 0.032
02 R88-478-343-330 0.034 02 R88-478-545-550 0.15?

02 R88-478-330-355 0.023 02 R88-478-550-555 0.078
02 R88-478-335-360 0.034 02 R88-478-535-560 0.034
02 R88-478-360-365 0.030 02 R88-478-560-565 0.354
02 R88-478-365-370 0.014 02 R88-478-565-570 0.171
02 R88-478-370-375 0.034 02 R88-478-570-575 0.256

02 R88-478-375-380 0.086 02 R88-478-575-580 0.210
02 R88-478-380-385 0.115 02 R88-478-580-585 0.207
02 R88-478-385-390 0.037 02 R88-478-585-590 0.190
02 R88-478-3?0-3?5 0.037 02 R88-478-590-595 0.276
02 R88-478*395-400 0.027 02 R88-478-595-600 0.094

02 R88-478-400-405 0.045 02 RB8-478-600-605 0.094
02 R88-478-403-410 0.036 02 R88-478-605-610 0.103
02 R88-478-410-415 0.022 02 R88-478-610-615 0.026
02 R88-478-413-420 0.020 02 R88-478-615-620 0.009
02 R88-478-420-425 0.021 02 R88-478-620-625 <0.002

02 R88-478-425-430 0.030
02 R88-478-430-435 0.067
02 R88-478-435-440 0.052
02 R88-478-440-445 0.040
02 R88-478-445-450 0.093

02 R88-478-450-455 0.037
02 R88-478-455-460 0.034 0.231 0.015 - -093
02 R88-478-460-465 0.036
02 R88-478-465-470 0.092
02 R88-478-470-473 0.077

02 R88-478-475-480 0.111
02 R88-478-480-485 0.045
02 R88-478-485-490 0.020
02 R88-478-490-495 0.038
02 R88-478-495-500 0.098

02 R88-478-500-505 0.037
02 R88-478-505-510 0.057
02 R88-478-510-515 0.092
02 R88-478-513-520 0.037
02 R88-478-520-525 0.087



BROHM MINING CORP , 
MR. JIM BARRON 
P,0, BOX 185 
DEADUOOD* 3D 
57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

I rt v u i e e 

D & t e

13235* Fasle 1 

7-MOV 88

Repot-1 Mu5 078-1319 
Project l NONE LISTED 
Reference: NOME LISTED

1 Analuses of Gold 
1 Analyses, of Gold 

Subtotal

.. , i Analyses of Gold
Subtotal

Sample Preparation
60 Samples;, of Assay Prop 

1255 Samples of Excessive Uetness 
1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges
4% S>D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at * 0.00 %

oo
*

o

at i 0.00 i 0,00
% 0,00 * 0.00

a t i 6,50 i 390.00
$ 390.00 * 390,00

a t t 3.00 * 180.00
at t 0,15 t 1SS.25
at $1 2,00 $ 12.00

* 380,25 f 380,25

* 12.81
* 6.10
$ 19.21 * 19.21

Invoice Total: f 789,16 U.S.

W it

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



Bondar-t ktai. lac. ,
12980 Wfesi Cedar Dr .# 
Lakewood. Colorado 80228 
(3031969-1404

• • BONDAR CLEGG

(Geochemical
Lab Report



(rfochemkal
Lab Report

Bondar-CItgg- In* -
12960 Wes Cedar Dr.,
Lakewood. Colorado 80228
(303) 9894404

B0N0AR-QLEGG

REPORT: 098-1339 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT! BROHH HININ6 CORP.
project: none listed

SUBMITTED BY*. J. BARRON 
DATE PRINTED! 10-N0V-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOVER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 17 2 -150 17 Assay Prep
Excessive Wetness 
Saaple Pickup

17
412

1

remarks: final results are reported.

REPORT COPIES TO*. MR. JIM BARRON

\ l

INVOICE to: NR. JIM BARRON



(rfochemkal 
l^b Report

Bondar-Otx, Inc.

12980 Vfes Cedar Dr,
Lakewood, Colorado 80228
(303) 989+HM

BONDAR CLEGG

REPORT! 098-1339 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-478-625-630 0.028
D2 R88-478-630-635 0.114
D2 R88-478-635-MO 0.063
D2 R88-478-M0-645 0.035
D2 R88-478-645-650 0.065

D2 R88-478-650-655 0.075
D2 R88-478-655-660 0.035
D2 R88-478-660-665 0.022
D2 R88-478-665-670 0.082
D2 R88-478-670-675 0.127

D2 R88-478-675-680 0.234
D2 R88-478-680-685 0.370
D2 R88-478-685-690 0.300
D2 R83-478-690-695 0.089
D2 R88-478-695-700 0.271

02 R88-478-700-705 0.186
D2 R88-478-705-710 0.190



BONDARCLEGG

\ \ Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BROHH MINING C0F;p, 
MR * JIM BARRON 
P.0. BOX 485 
DEADWQOD? SB
37732

Invoice l 13244? Paise 1 

Date J 1Q-N00-88

Report ii o 1 
Project J 
Re f e fencel

098-1339 
NOME LISTED 
NONE LISTED

( j 17 Analyse ft of Gold
Subtotal

at $ 6*30 $
1

110*50
110.50 * 110.50

Sample Preparation
17 Semples of Assay Prep- a t t 3.00 * 51.00

412 Samples of Excessive Wetness at $ 0*15 * 61.80
1 Sample of Sample Pickup at 2.00 f 12.00

Subtotal * 124.30 t 124.80

Miscellaneous Changes
4% S*D. STATE SALES TAX * 4.31
2% DEADW00D CITY SALES TAX t 2. Id

Subtotal % d < 47 » 6.47

Invoice Total! > 241*77 U.S.

i.%% -V7# ( t7S ~7/0^

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



Geochemical
I^b Report

Boodar-Oeoj. Ik.

12990 West Cedar Dr. 
Lakewood. Colorado 90229 
(303) 98^440* ■»

BC
BONDAR CLEGG

BROHH niNING CORP. 
HR. JIH BARRON 
P.O. BOX 445 

DEADUOOD, SD 
57730



(Geochemical
Lab Report

Bondaf-Orts. Inc.

LNSO Wvm l ale | >, 
Lakewood, Colorado 80228 
(303) 989^JOt BONDAR CLEGG

REPORT: 499-0106 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHN fllNING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 20-FEB-B9

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Sold 63 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

r



(Geochemical
Lab Report

Bondar-('letg>, Iik.
12980 Wst Cedar Dr.
Lakewood, Colorado 80228
<303)989+104. -

BONDARCLEGG

REPORT: 499-0106 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 R89-478-710-715 0.090 D2 R89-478-910-915 0.517
D2 R89-478-715-720 0.006 D2 R89-478-915-920 0.324
D2 R89-478-720-725 0.064 D2 R89-478-920-925 0.373
D2 R89-478-725-730 0.092 D2 R89-476-925-930 0.007
D2 R89-478-730-735 0.044 D2 R89-478-930-935 0.076 <0.002 = -ojr

D2 R09-478-735-740 0.047 D2 R89-470-935-940 0.086
D2 R89—478-740-745 0.048 D2 R89-470-940-945 0.020
D2 R89-478-745-750 0.040 D2 R89-478-945-950 0.122
D2 R89-478-750-755 0.131 D2 R89-476-950-955 0.235
D2 R89-478-755-760 0.043 D2 R09-478-955-960 0.040

D2 R89-478-760-765 0.022 D2 R69-470-960-965 8.213
D2 R89-470-765-770 0.056 D2 R89-476-965-970 0.247
D2 R89-478-770-775 0.106 D2 R89-476-970-975 0.278
D2 R89-478-775—760 0.066 D2 R89-476-975-960 0.676
D2 R89-478-780-765 0.049 D2 R89-470-980-905 0.196

D2 R89-478-785-790 0.056 D2 R89-476-985-990 0.256
D2 R89-478-790-795 0.030 D2 R89-478-990-995 0.105
D2 R89-478-795-600 0.028 D2 R89-478-995-1000 0.101
D2 R89-478-808-805 0.021 D2 R69-470-1000-1005 0.064
D2 R89-478-605-810 0.038 D2 R89-478-1005-1010 0.042

D2 R89-476-810-615 0.063 D2 R89-478-1010-1015 0.044
D2 R69-478-815-620 0.109 D2 R89-476-1015-1020 0.037
D2 R69-478-820-825 0.506 D2 R89-476-1020-1025 0.051
D2 R89-478-825-830 0.131
D2 R09-478-630-835 0.053

D2 R69-478-635-040 0.060
D2 R69-478-640-645 0.113
D2 R69-478—845-850 0.368
D2 R69-476-650-655 0.409
D2 R69-478-855-860 0.176

D2 R89-478-860-665 0.082
D2 R89-478-865-870 0.119
D2 R89-478-870-675 1.640
D2 R69-478-875-880 1.410
D2 R89-478-880-865 0.170

D2 R89-478-885-890 0.203 
D2 R89-478-890-695 0.091 
D2 R89-478-895-900 0.450 
D2 R89-478-900-905 0.659 
D2 R89-478-905-910 0.356



(Geochemical
I>ab Report

$ondar-< *b>. Inc.

12980 West C alar Dr. 
Lakewood. Colorado 80228 
(303) 98W404 * BONDAR CLEGG



(Geochemical
l^ab Report

Huodar-Oegg. Inc.
*12*0 \Wst Cedar Dr
I akewood, Colorado KC2R
P03)989^p4 - 

■> BONDAR CLEGG

REPORT: 499-8196 ( COMPLETE ) j j REFERENCE INFO: NONE LISTED

CLIENT: BROHM HINIHG CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 28-FEB-69

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 63 8.982 OPT Fire Assay
2 Au Gold 1 8.982 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 63 2 -158 63 Assay Prep 63
Eicessive Wetness 957
ca»nlp Dipl/iifl

REMARKS: FINAL RESULTS ARE REPORTED.

2 SEPARATE RESULTS ARE REPORTED FOR ONE SAMPLE 
—------ (ERRATIC RESULTS NOTED).------------- =-------

REPORT COPIES TO: HR. JIN BARRON INVOICE TO: NR. JIN BARRON
HR. JIN BARRON



(tfochemical
tab Report

Bondar-Cfctg. Inc.
’12980 VMea Cedar Dr 
Lakewood, Colorado 80228 
<303)989+104 „

V BONDAR CLEGG

REPORT: 499-8106 PROJECT] MM LISTED PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

02 R89-478-710-715 0.898 D2 R89-478-910-915 8.517
02 R89-478-715-728 0.886 D2 R89-478-915-920 0.324
02 R89-478-728-725 8.064 D2 R89-476-920-925 8.373
D2 R89-478-725-730 8.892 D2 R89-478-925-938 0.887
D2 R89-478-730-735 8.844 D2 R89-478-938-935 6.076 <8.082

D2 R49-478-735-740 8.047 D2 R89-470-9J5-940 0.888
D2 R89-478-748-745 8.048 D2 R49-478-940-945 8.020
D2 R89-478-745-750 8.048 02 R89-478-945-95I 0.122
D2 R89-478-750-755 0.131 02 R89-478-958-955 8.235
D2 R89-478-755-768 8.843 02 R89-478-955-968 8.840

02 R89-478-768-765 8.822 02 R89-470-960-965 8.213
02 R89-478-765-778 8.056 02 R69-476-965-970 8.247
02 R69-478-778-775 8.106 02 R89-478-978-975 8.278
02 R89-478-775-788 0.868 02 R89-478-975-980 8.878
02 R89-478-780-785 8.849 02 R89-470-980-985 0.1%

02 R89-478-785-790 8.858 02 R89-478-985-998 8.256
02 R89-474-790-795 8.030 02 R89-478-990-995 8.185
02 R89-478-795-888 8.826 02 R89-478-995-1080 8.181
02 R89-478-800-885 8.821 02 R89-478-1008-1005 0.864
02 R89-478-885-810 8.038 02 R89-478-1885-1010 0.042

02 R89-478-818-815 8.063 02 R69-478-1618-1015 8.044
02 R89-478-815-820 8.189 02 R89-470-1015-1828 8.837
02 R89-476-828-825 8.586 02 R89-478-1028-1825 8.851
02 R89-476-625-838 8.131
02 R89-478-838-835 8.853

02 R09-476-835-848 8.088
02 R69-478-848-845 8.113
02 R89-478-845-858 0.368
02 R89-478-858-655 0.489
02 R69-478-655-868 8.176

02 R89-478-B60-865 8.082
02 R89-478-865-878 8.119
02 R89-478-870-875 1.840
02 R89-478-875-888 1.410
02 R89-478-888-885 0.170

02 R89-478-885-890 8.283
02 R89-478-890-695 8.091
02 R89-478-895-908 8.458
02 R89-478-980-905 0.659
02 R89-478-985-910 8.356



BONDAR-CLEGG

Bondar-Ckgg, Inc.

12980 Wst Cedar Dr.
Lakewood, Colorado 80228

(303) 9894404

BROHM MINING CORP. 
MR. JIM feAKRON 

P.O. BOX 485 
DEADWOOP, SD 
5/732

Invoice s 13797, Page 1 

Date s 22-FEB- 89

Report Nos 499-0J06 
Project : NONE LISTED 
Reference: NONE LISTED

.......... i" ■—r- “r......t= . =
\ ] * (

—i----- '

1 Analyses of bold at * 0.00 * 0.00
Subtotal * 0.00 * 0. 00

S3 Analyses of Gold at * 6.50 * 409.50
Subtotal * 409.50 * 409.50

Sample Preparation
S3 Samples of Assay Prep at * 3.00 * 189.00

957 Samples of Excessive Wetness at $ 0.15 * 143.55
1 Sample of Sample Pickup at *12.00 * 12.00

Subtotal < * 344.55 $ 344.55

Miscellaneous Charges
4* S.D. STATE SALES TAX $ 11.26
2* DEADWOOD CITY SALES TAX • 5.63

Subtotal * 16. 69 * 16. 89

Invoice Total: * 770.94 1
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ACCOUNTS DUE WHEN RENDERED





Geochemical
tab Report

Boadar-Clqig, Inc.
12980 \kfes Caja/Dr * 
Lakewood, Colorado 80228 
(303)989+104

BONDAR CLEGG

REPORT: *99-0107 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROW MINING CORP. 
PROJECT: N0I€ LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 14-FEB-89

ORDER ELEMENT 

1 Au Gold

NUMBER OF LOWER
ANALYSES DETECTION LIMIT EXTRACTION

5 0.002 OPT

METHOD 

Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 5 2 -150 5 Assay Prep 5
Excessive Wetness 57

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: NR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON



Geochemical
liib Report

Boadar-l legg, Inc.
12980 Wst Cedar Dr. * 
Lakewood, Colorado 80228 
(303) 989-1404

BONDAR CLEGG

REPORT: 499-0107 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D£ R89-47B-1025-1030 0.022 14=1
D2 R89-478-1038-1035 0.01S
D2 R89-478-1035-1040 0.015'
D£ R89-47B-1040-1045 0.051'
D2 R89-478-1045-1050 0.020
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BROHM MINING CO.


